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BILL OF MATERIAL

ITEM UNIT | QUANTITY
Thermal Spraying (Metallizing)
NOTE PPC Beam Ends g Ft. 44
All Horizontal dimensions are at right angles fo beam ends.
Beam length for Metallizing shall be measured four feef from
each end and covers dll visible side surfaces. Surface area of
beam for blasting/spraying is 10.4 sq.ft. per lineal beam foot.
All bearing plates shall have pack rust sand blasted clean
prior to being metallized as beam ends are processed. Cost fo
be included in “Thermal Spraying (Metallizing) PPC Beam Ends.”” SN, 102-0041 IL.17 ovr
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